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ИССЛЕДОВАНИЕ САМОДИФФУЗИИ РАСТВОРОВ НЕВОДНЫХ ЭЛЕКТРОЛИТОВ В ДИСПЕРСИЯХ НАНОУГЛЕРОДНЫХ МАТРИЦ
В работе представлены результаты изучения молекулярной подвижности ацетонитрила и иона лития в системе однослойные  углеродные нанотрубки (SWNT) - раствор перхлората  лития в ацетонитриле (CD3CN и СH3CN) по данным измерения коэффициентов самодиффузии компонент раствора импульсным методом ЯМР  в интервале температур   (-50 oС ÷+60оС).

Ключевые слова: наноматериалы, коэффициент самодиффузии, «гибридные» автомобили.

Углеродные нанотрубки (Carbon Nanotubes, далее CNT) являются химически стабильными, механически очень прочными и электропроводящими (с металлической или полупроводниковой проводимостью) супрамолекулами с диаметром от единиц до десятков нанометров и длиной, доходящей до микронных размеров……
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RESEARCH SOLUTIONS SELF-DIFFUSION OF ELECTROLYTES IN NONAQUEOUS NANOCARBON DISPERSION MATRICES

Keywords: nanomaterials, self-diffusion factor, "hybrid" cars.
This paper presents the results of the study of molecular mobility acetonitrile and lithium in the system of single walled nanotubes -  solution of lithium ion perchlorate in acetonitrile by measuring self-diffusivity  of solution components using NMR pulsing method in the temperature range (-50°С ÷ + 60°С).
